Specifications:

Materials:

Measurement
and Payment:

CENERAL NOTES

Latest Specifications and Speclal Provisions for materials
and construction. Latest AASHTO Standard Specifications for
Highway Bridges for design.

Drainage trough shall conform to 9ILIL.

Fusion bonded epoxy powder coatings for steel shall conform to 917.02.
Catch basins shall be fiberglass conforming to 92L.I1.%¥

Downspouts shall be fiberglass.

Stainless steel bolts shall conform to ASTM A 193, Identification
Symbol B 8, Type 304.

Catch basins, downspouts, troughs, etc. will be measured and paid for
as specified in 460.04.

* Contractor may substitute stainless steel (I0 gauge min.)

or galvanized steel (I0 gauge min.) catch basins in lieu of
fiberglass, at no additional cost fo the Administration.
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